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                                                      FLUID APPLIED REINFORCED ROOFING 
                                                         Specifications  -  Uses  -  Substrates 

File 
No. 

Specification 
No. 

Region  
1 

Region 
2 

Region 
3 

BUR / Mod Bit 
Smooth / Granule

BUR 
Gravel 

PVC 
Single Ply 

EPDM 
Single Ply 

TPO 
Single Ply 

Hypalon 
Single Ply* 

6 SM-1P-10-A Yes No No       
      

7 SM-1P-XE Yes No No       
      

8 SM-2P-16-A Yes No Yes       
      

9 SM-2P-XE Yes No Yes       
      

10 GR-2P-24-XE Yes No Yes       

      
15 SMAA-1P-6xE Yes Yes Yes    * *  

      
16 SMAA-1P-7xE Yes Yes Yes    * *  

      
17 SMAA-2P-8xE Yes Yes Yes    * *  

      

18 SMEA-2P-6xE Yes Yes Yes       

      
19 SMEA-3P-6xE Yes Yes Yes       

      
19x GREA-3P-24-6xE Yes Yes Yes       

    
This is a list of the most often used Specifications.   Additional/Custom Specifications may be available. Consult Western Colloid Representative.  
Refer to full specifications for detailed application instructions and requirements.  Application of system is subject to acceptable condition of existing substrate and membrane. 
- Application may be acceptable with special preparation and or the addition of a specified primer. 

Region 1 - Southwestern U.S. 
Region 2 – Hawaii/Pacific 
Region 3 – Texas/Midwest/Mountain States 


